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Typical Die Reduction Angles for Various Metals
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Tolerance of Reduction Angle: +/-
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0.012-0.049 0.0005-0.0019 [ [
0.050-0.099 | 0.0019-0.0039 ) []
0.100-0.599 | 0.0039-0.0236 [} E3 ) [}
0.600-2.099 | 0.0236-0.0826 ) [] [ )
2.1-15.9 0.0827-0.6260 ] )
16.0-35.0 0.6260-1.3780 )
Tolerance/ff A /A%

<0.00157 =0.040

0.00158-0.00393 | 0.041-0.099 0.0005 0.0003
0.00394-0.01968 | 0.100-0.499 0.001 0.0005
0.01969-0.03936 | 0.500-0.999 0.0015 0.0008
0.03937-0.05905 | 1.000-1.499 0.002 0.001
0.05906-0.08661 | 1.500-2.199 0.003 0.0015
0.08662-0.12992 | 2.200-3.299 0.004 0.002
0.12993-0.18110 | 3.300-4.599 0.005 0.0025
0.18111-0.22834 | 4.600-5.799 0.006 0.003
0.22835-0.29921 | 5.800-7.599 0.007 0.0035
0.18111-0.41338 | 4.600-10.499 0.008 0.004





